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ÁContext

ÁVisual inspection

ÁNon-destructive testing

ÁFractography

ÁMetallography

ÁRoughness measurements

ÁMechanical testing

ÁConclusion
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ÁStuds from servomotor 

cap-cylinder flange :
ï18/28 broken studs

ï4/28 cracked studs

ï6/28 uncracked studs

ÁTempered martensitic steel
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ÁPoor condition of failed studs 
and respective nuts

ïOxidation

ïOil and grease 
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in-planecrack

slanted crack
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Uncracked studs inspected 
by magnetic particles test

Studs #16 and 20 cracked

(1st thread)

Crack emerging on :

Å#16 : 2/3 of contour

Å#20 : 1/3 of contour
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2/3 contour cracked

1/3 contour cracked


